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SUBJECT

Antimicrobial Activity Evaluation

CLIENT
STO SEA Private Limited
159 Sin Ming Road
#06-02, (Lift Lobby 1) Amtech Building
Singapore 575625

Attn : Stefan Gisin

SAMPLE SUBMISSION DATE / TEST DATE
09 Nov 2016 / 29 Nov 2016

DESCRIPTION OF SAMPLE

Two samples as below were submitted.

No. Sample Description
1 StoColor Sil Premium
2 Uncoated Polycarbonate Panel

METHOD OF TEST
JIS Z 2801 : 2012
“Antimicrobial products – Test for antimicrobial activity and efficacy”.

The test microorganisms used were :

Escherichia coli (ATCC 8739)
Staphylococcus aureus (ATCC 6538P)
Methicillin-resistant Staphylococcus aureus (NCTC 12493)
Pseudomonas aeruginosa (ATCC 15442)

mailto:Randy.CHIN@tuv-sud-psb.sg
mailto:enquiries@tuv-sud-psb.sg
http://www.tuv-sud-psb.sg/


TEST REPORT:  7191152939-CHM16-01-RC_CR1
(Reissue Date: 13 MAR 2017)

19 DEC 2016

Page 2 of 4

RESULTS

Test microorganism
(Bacterial cells inoculated per test piece)

Average of the number of viable cells of
test microorganism per test piece Value of Antimicrobial Activity

(Criteria : Not less than 2.0)
Staphylococcus aureus  (ATCC 6538P) 0 hour 24 hours

Uncoated Polycarbonate Panel (Control) 88 000 6 800 000 -

StoColor Sil Premium - Less than 10 More than  5.83

Test microorganism
(Bacterial cells inoculated per test piece)

Average of the number of viable cells of
test microorganism per test piece Value of Antimicrobial Activity

(Criteria : Not less than 2.0)
Escherichia coli  (ATCC 8739) 0 hour 24 hours

Uncoated Polycarbonate Panel (Control) 110 000 6 000 000 -

StoColor Sil Premium - Less than 10 More than 5.78

Test microorganism
(Bacterial cells inoculated per test piece)

Average of the number of viable cells of
test microorganism per test piece Value of Antimicrobial Activity

(Criteria : Not less than 2.0)Methicillin-resistant Staphylococcus aureus
(NCTC 12493) 0 hour 24 hours

Uncoated Polycarbonate Panel (Control) 90 000 5 700 000 -

StoColor Sil Premium - Less than 10 More than 5.76
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RESULTS (cont’d)

Test microorganism
(Bacterial cells inoculated per test piece)

Average of the number of viable cells of
test microorganism per test piece Value of Antimicrobial Activity

(Criteria : Not less than 2.0)
Pseudomonas aeruginosa (ATCC 15442) 0 hour 24 hours

Uncoated Polycarbonate Panel (Control) 110 000 6 300 000 -

StoColor Sil Premium - Less than 10 More than 5.80

Amendments :

Conclusion for interpretation of Results were included on 13 Mar 2017 as per requested by Client.

Conclusion :

Based on the RESULTS, the sample “StoColor Sil Premium” was found to have effective antimicrobial activity in accordance to JIS Z 2801 : 2012
“Antimicrobial products – Test for antimicrobial activity and efficacy” against the test microorganisms listed in METHOD OF TEST.

Remarks :

The above test results related to the samples as received.

MS AW HWEE YING MR RANDY CHIN KOK FEI
HIGHER TECHNICAL EXECUTIVE PRODUCT MANAGER

MICROBIOLOGY
CHEMICAL & MATERIALS



TEST REPORT:  7191152939-CHM16-01-RC_CR1
(Reissue Date: 13 MAR 2017)

19 DEC 2016

Page 4 of 4

Please note that this Report is issued under the following terms :

1. This report applies to the sample of the specific product/equipment given at the time of its testing/calibration.  The results are not used to
indicate or imply that they are applicable to other similar items.  In addition, such results must not be used to indicate or imply that TÜV
SÜD PSB approves, recommends or endorses the manufacturer, supplier or user of such product/equipment, or that TÜV SÜD PSB in
any way “guarantees” the later performance of the product/equipment. Unless otherwise stated in this report, no tests were conducted to
determine long term effects of using the specific product/equipment.

2. The sample/s mentioned in this report is/are submitted/supplied/manufactured by the Client. TÜV SÜD PSB therefore assumes no
responsibility for the accuracy of information on the brand name, model number, origin of manufacture, consignment or any information
supplied.

3. Nothing in this report shall be interpreted to mean that TÜV SÜD PSB has verified or ascertained any endorsement or marks from any
other testing authority or bodies that may be found on that sample.

4. This report shall not be reproduced wholly or in parts and no reference shall be made by the Client to TÜV SÜD PSB or to the report or
results furnished by TÜV SÜD PSB in any advertisements or sales promotion.

5. Unless otherwise stated, the tests were carried out in TÜV SÜD PSB Pte Ltd, No.1 Science Park Drive Singapore 118221.

July 2011


